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Particle Size Distribution Report
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Soil Description

Atterberg Limits

Coefficients

Classification

Remarks

Source of Sample: Prokop Road Oxford
Sample Number: 25-4784 Date:

Client:

Project:

Project No:

3/4" Stone - 1,1" square wire, 3, 7/8" square. Bottom all 3/
8" square1

3/4
1/2
3/8
#4
#8
#16

100
92
27
13
2
1
1

100
90-100
20-55
0-15
0-5 N/A N/A N/A

18.7136 17.9409 15.5058
14.7087 12.9854 10.0645
8.5372 1.82 1.27

Bucket 1 - Hole 2
Material meets the CT DOT M.01.02-2 No.6

Defeo Materials

Various

24-1981

PL= LL= PI=

D90= D85= D60=
D50= D30= D15=
D10= Cu= Cc=

USCS= AASHTO=

* CT DOT M.01.02-2 No. 6
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